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CLIENT:

NANISIVIK MINE, A DIVISION OF CANZINCO LTD.

GRAIN SIZE DISTRIBUTION ANALYSIS 
SURFACE  CELL TAILINGS

0255-008-09 9
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Note: 
1. 120 samples tested.
2. D50 ranges between 0.55 to 0.015 mm.


